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	TAG
	Molar weight
	Weight fraction 
	α            
	β'                 
	β             

	
	(g)
	
	Tf    (oC)
	ΔHf  (kJ)
	Tf     (oC)
	ΔHf  (kJ)
	Tf     (oC)
	ΔHf  (kJ)

	CLaLa
	610.9
	0.084
	7.5
	57
	31.0
	82.1
	32.8
	102.9

	CLaM
	639
	0.118
	11.4
	57.4
	38.6
	83.1
	35.2
	100.1

	LaLaLa
	639.0
	0.227
	15.9
	64.2
	35.1
	86.0
	45.7
	122.2

	LaLaM
	667.1
	0.150
	19
	67.1
	37.8
	83.4
	42.3
	116

	LaLaO
	721.1
	0.064
	-11
	37.5
	18.0
	63.5
	10.2
	92.5

	LaLaP 
	695.1
	0.078
	20
	67
	43.0
	90.0
	45.6
	117

	LLM
	823.3
	0.003
	-25.7
	91.2
	-1.5
	129.4
	-28.5
	142.3

	LaOM
	749.2	
	0.050
	-3.6
	43.5
	20.9
	74.8
	14.6
	93.8

	MMM 
	723.2
	0.033
	32.6
	81.9
	45.9
	106
	57.1
	146.8

	LMO 
	803.3
	0.035
	-31
	13.9
	0.6
	54.9
	-5.1
	65.7

	LaOP
	777.2
	0.051
	0
	43.9
	23.9
	75.9
	18.5
	91.1

	MMP
	751.2
	0.011
	32
	83
	49.5
	110.0
	54.4
	146

	MOO
	831.3
	0.011
	-18.2
	27.8
	9.1
	72.8
	12.8
	81.9

	MOP
	805.3
	0.019
	10.9
	59.2
	32.2
	100.1
	27
	114.9

	PPM
	779.3
	0.002
	36
	89
	57.2
	128.4
	55.8
	140

	OOO
	885.4
	0.009
	-33.7
	37
	-10
	79
	4.8
	100

	POP
	833.4
	0.007
	16.6
	70
	33.2
	104.0
	37.2
	140

	POO
	859.4
	0.014
	-6.4	
	42.2
	17.7
	95.0
	18.5
	112.5

	PPP
	807.3
	0.001
	44.7	
	95.8
	55.7
	126.5
	65.9
	171.3


  
